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INSPECTION CERTIFICATE

JEFR IR

iT BARE (Bayer) 7= &M% (Product duimzi{
78 %% (rodact) R i %8 (Certificate Number)
/8% (Contract No) it~ E ¥ (Delivery Date) I
#itS LOT N0 TREO= | Ce02/TREO | La203/TREO| Pr6011/TRE | Nd203/TREO | Sm203/TREO | Y203/TREO Ca<< Fe< K< Pb< Na< Cl-< | S042-< & Quantity (T
39% =99. 95% <0.02% 0<0.01% <0.01% <0. 005% <0.005% | 0.002% | 0.002% | 0.001% | 0.001% | 0.002% 0.01% 0.03% 1y
39.62 99.98 0.0072 0.0018 0. 0024 <0.001 <0.001 0.0005 | 0.0003 | 0.0001 | 0.0002 | 0.0003 | <0.005| <0.03

#rit (Total)

AFRERERERETHENEE XKRRLER STETA.

¥4 #\ (Docusentary)

We hereby certify that material described herein has manufactured and tested with satisfactory results in accordance with the requirements of the above material specification.

B B (QUALITY MANAGER)

% % (Nusber)






