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CERTIFICATE OF ANALYSIS

2Rk 43 CAS:4424-06-0 i FRAIN
% 25kgdRaR ¥E: 500kg

TEST ITEM STANDARD RESULT

SHADE Close to similiar Close to similiar

4

STRENGTH 98%-102% 100%

M

OIL ABSORPTION

Wi B

35-50% max

40%

MOISTURE 1.0% max 0.6%

7K A

RESIDUE(200MESH) 2% max 1.8%

il

PH 6-8 7

CONDUCTIVITY 0-500 280

e 2N
SLAVANIEES

G o

CONCLUSION:PASS
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